
CONCRETE TEST CUBE REPORT

Contract no:

Unit 11
Cowley Mill Trading Estate 
Longbridge Way
Uxbridge
Middlesex
UB8 2YG
United Kingdom
Tel: +44(0) 1895 235235  

Client: TCO INTERNATIONAL LTD 51078456

Report no: UXB27305269_01

Request
Sheet No.
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Ref.
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Ref.

Speci�ed
Strength 

N/mm²

Time
Made

Date
Received in
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days

Density
kg/m³
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Load

kN
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N/mm²
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Made

Date: 04/04/2024

Scheme: ECOZMART ICE ELITE

Dimensions
mm

-

Mix details: ECOZMART

Location:

SOU1678306BE 27305269 06/03/2024 20/03/2024 03/04/2024 28 1750 not given584.0150x150x150 26.0

Page 1 of 1Issued to: TCO International LTD

.
The following apply unless otherwise stated under Remarks.

Signed

1) Laboratory curing range 18°-22°C.
2) Cube appearance as received satisfactory.
3) Test moisture condition and density saturated.
4) Cube failure normal. Concrete appearance normal.
5) Volume determined by measurement or designated size. Any fins removed by abrasive stone.
6) Laboratory curing conditions cannot be assured during tank cleaning.
7) Certificate of sampling not received. Certificate of making and curing not received.

8) Rate of Loading 0.4 to 0.8 N/mm² per sec.

Janine Wallis - Concrete Admin

Form L53GLA V.11/06/22

for and on behalf of SOCOTEC UK Limited

The results relate to the items tested only. Opinions and interpretationsxpressed herein are outside the scope of UKAS accreditation.
             This Test Report may not be reproduced other than in full, except with the prior written approval of the issuing laboratory.

SOCOTEC UK Limited. Registered in England No. 2880501. Registered Office: SOCOTEC House, Bretby Business Park, Ashby Road, Burton Upon Trent, DE15 0YZ

Certified that curing of the hardened concrete in the laboratory and testing for shape, dimensions, density
and compressive strength was carried out in accordance with BS EN 12390-1:2021, BS EN 12390-2:2019,
BS EN 12390-7:2019 and BS 12390-3:2019
Air Content determined in accordance with BS EN 12350- 7:2019, Slump test carried out in accordance with
BS EN 12350-2:2019

ICE ELITE




